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Fabric did
not absorb
moisture.

Not enough sample to test.
Not enough sample to test.
Not enough sample to test.
Not enough sample to test.
Not enough sample to test.
Not enough sample to test.

And One Reebok Reebok Tech And One 32 Degree Wrangler Wrangler Puma TurboDry® TurboDry®
Platinum Pro Series Comfort Performance Cool Jersey Mesh

88% Polyester 91% Polyester 93% Polyester 92% Polyester 88% Nylon 91% Nylon 92% Nylon 92% Polyester 93% Polyester 100% Recycled
12% Spandex 9% Spandex 7% Spandex 8% Spandex 12% Spandex 9% Spandex 8% Spandex 8% Spandex 7% Spandex Polyester
140gsm 130gsm 145gsm 127gsm 180gsm 140gsm 130gsm 145gsm 140gsm 120gsm
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